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To date, several experimental groups reported measurements of the thickness dependence of Tc of atomically
uniform single-crystalline Pb nanoﬁlms. The reported amplitude of the Tc oscillations varies signiﬁcantly from
one experiment to another. Here we propose that the reason for this unresolved issue is an interplay of the
quantum-size variations in the single-electron density of states with thickness-dependent oscillations in the
phonon-mediated electron-electron coupling. Such oscillations in the coupling depend on the substrate material,
the quality of the interface, the protection cover, and other details of the fabrication process, changing from
one experiment to another. This explains why the available data do not exhibit one-voice consistency about the
amplitude of the Tc oscillations. Our analyses are based on a numerical solution of the Bogoliubov-de Gennes
equations for a superconducting slab.
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I. INTRODUCTION
1,2

Quantum-size effects on the excitation gap and the
transition temperature4–6 in superconducting ultrathin ﬁlms
have been a subject of study since Blatt and Thompson in
1963 predicted that the superconducting gap in ultrathin ﬁlms
oscillates as a function of the thickness.1 Such oscillations
are caused by the quantization of the electron motion in the
direction normal to the ﬁlm. In particular, the formation of
discrete electron levels [i.e., the quantum well states (QWS)]7,8
splits the three-dimensional (3D) conduction band into a
series of two-dimensional (2D) subbands. The bottom of each
subband is at the energy position of the corresponding QWS
and so it is shifted down (up) when increasing (decreasing)
the nanoﬁlm thickness. When one of the QWS approaches
the Fermi level, the density of the single-electron states
at the Fermi level N (0) increases, resulting in enhanced
superconductivity.
Recently, superconducting Pb nanoﬁlms have been intensively investigated experimentally where electronic effects
are much stronger than effects due to strain. The critical
temperature of atomically ﬂat Pb nanoﬁlms with thickness
down to a few monolayers on a Si(111) substrate have been
measured under different conditions.3–6,8–10 It was found that
superconductivity is not destroyed by ﬂuctuations even when
the thickness of the nanoﬁlm is only a single monolayer,10 and
the dependence of the critical temperature on thickness shows
oscillations with a period close to two monolayers (ML)3,5 (i.e.,
the even-odd staggering in the superconducting properties).
In addition to N (0), the phonon-mediated coupling g
between electrons also makes an important contribution to
superconductivity. Large efforts11–14 have been made to understand how the formation of QWS can affect the electron massenhancement factor λ ∼ gN(0) [only in the weak-coupling
limit λ = gN(0)]. Experimentally, from the information of
the temperature dependence of the line widths of QWS in Ag
ﬁlms deposited on top of Fe(111) whisker, it was found that λ
exhibits an overall decrease with increasing ﬁlm thickness
so that λ approaches its bulk value as ≈1/N, where N
is the number of monolayers.11 The experimental study of
λ in Pb(111) nanoﬁlms on silicon showed that the mass1098-0121/2012/85(22)/224517(6)

enhancement factor increases with increasing N . In both cases
λ exhibits pronounced thickness-dependent oscillations. As it
is mentioned above, a well-known reason for these oscillations
is the variation of N (0) with the nanoﬁlm thickness. However,
this is not the only important reason. There is an additional (less
known) effect coming from thickness-dependent oscillations
of the coupling g. The interplay of the oscillations of g and
N (0) is not well understood yet and often overlooked. In our
previous paper2 we initiated a study of such an interplay based
on intuitive arguments and used an ansatz for the thickness
dependent g. In the present paper we revisit the problem and
develop a simple model to justify this ansatz and to analyze
all the currently available experimental data of Tc versus ﬁlm
thickness. Our investigation is based on a numerical solution
of the Bogoliubov-de Gennes (BdG) equations. However,
instead of solving the full BdG formalism,2 we make use
of the Anderson recipe for a very accurate approximate
semianalytical solution to the BdG equations: Corrections
to the Anderson approximation are less than a few percent
for nanoﬁlms. This will signiﬁcantly simplify our numerical
analysis.
Our paper is organized as follows. In Sec. II we outline the
BdG equations for a superconducting slab, including the basic
moments concerning the Anderson approximation. In Sec. III
we discuss our numerical results on the critical temperature in
ultrathin superconducting nanoﬁlms and highlight important
aspects due to the interplay of the thickness-dependent
oscillations of N (0) and g. We demonstrate that this interplay
is responsible for signiﬁcant variations in the amplitude of
the quantum-size oscillations of Tc from one experiment to
another. Our conclusions are given in Sec. IV.
II. FORMALISM
A. Bogolibov-de Gennes equations for a superconducting slab

The translational invariance is broken in the presence
of quantum conﬁnement so that the superconducting order
parameter  becomes position dependent in nanoscale superconductors [i.e.,  = (r)]. In this case the proﬁle of (r) can
be found from the BdG equations (see the textbook16 ) which

224517-1

©2012 American Physical Society

YAJIANG CHEN, A. A. SHANENKO, AND F. M. PEETERS

are written as (for zero magnetic ﬁeld)





Ĥe (r) uik (r)
uik (r)
= Eik
,
vik (r)
vik (r)
(r) −Ĥe

PHYSICAL REVIEW B 85, 224517 (2012)

(1)

matrix should be equal to zero for a nontrivial solution, leading
to Eik = ξik2 + 2i . Then, by using the standard normalization
2
condition Uik2 + Vik
= 1, the BdG equations are reduced to the
BCS-like self-consistency equation:

2

h̄
∇ 2 − μ is the single-electron Hamiltonian
where Ĥe = − 2m
e
(for zero magnetic ﬁeld) measured from the chemical potential
μ; i is the quantum number associated with QWS for
electron motion in the z direction perpendicular to the ﬁlm,
and k = (kx ,ky ) is the wave vector for quasifree motion of
electrons parallel to the ﬁlm (k = |k|); uik (r) and vik (r) are
the particle- and holelike wave functions; Eik stands for the
quasiparticle energy; and (r) is the superconducting order
parameter (chosen as real). The BdG equations are solved in
a self-consistent manner with the self-consistency condition
given by16

∗
(r) = g
uik (r)vik
(r) tanh(βEik /2),
(2)

i  =

1
2

uik (r) = Uik ψik (r), vik (r) = Vik ψik (r),

(3)

where Uik and Vik are multiplicative factors (real) and ψik (r) is
the single-electron wave function [i.e., Ĥe ψik (r) = ξik ψik (r)].
In the case of interest (i.e., for a superconducting slab), we
have
ϕi (z) i(kx x+ky y)
ψik (r) = 
e
,
(4)
Lx Ly
where ϕi (z) is the QWS wave function and Lx ,Ly are the
dimensions of the unit cell used for the periodic boundary
conditions in the x and y directions. For inﬁnite conﬁnement
of electrons
√ in the slab with thickness d (Lx ,Ly  d) we have
ϕi (z) = 2/d sin(π (i + 1)z/d) and
h̄2  π 2 (i + 1)2
(5)
+ k 2 − μ.
ξik =
2me
d2
Inserting Eq. (3) into Eq. (1) and introducing the subbanddependent gap [in the case of interest (r) = (z)],
i =

dz ϕi2 (z)(z),

(6)

we ﬁnd a homogeneous system of two linear equations
controlling Uik and Vik . The determinant of the corresponding

ii

i
tanh(βEik /2),
Eik

(7)

with the interaction-matrix element,
ii

=g

dz ϕi2 (z)ϕi2 (z).

(8)

As T approaches the critical temperature Tc , Eik reduces to
the single-electron energy ξik independent of i . Hence, at Tc
Eq. (7) becomes a linear homogeneous system of equations
for i that has a nontrivial solution when the corresponding
determinant is zero, that is,

ik

where g > 0 is the effective coupling of electrons and
β = 1/(kB T ). The summation in Eq. (2) runs over states
with the single-electron energy ξik inside the Debye window
(i.e., |ξik | < h̄ωD ) with h̄ωD = 8.27 meV for Pb (see the
textbooks16,17 ).
As known, the BdG equations can, in principle, be solved
without additional approximations. However, even for ultrathin nanoﬁlms this can be a time-consuming task, especially in
the vicinity of Tc , where a large number of iterations is usually
needed for a proper convergence. This is why it is useful
to invoke Anderson’s recipe for a semianalytical approximate
solution. The use of Anderson’s recipe is well justiﬁed because
(i) corrections were found to be less than a few percent for
nanoﬁlms (see, e.g., Ref. 15) and (ii) resulting equations are
much easier for numerical implementation. In terms of the
particle- and holelike amplitudes, the Anderson approximation
reads

d 2k 
(2π )2 i

det[Mi  i − δi  i ] = 0,

(9)

from which we obtain Tc . In Eq. (9),
Mi  i =

me
2π h̄2

h̄ωD

dξ θ (ξ − εi )

−h̄ωD

2

ii 

2|ξ |
2

tanh(βc |ξ |/2),

(10)

2

h̄ π (i+1)
with βc = 1/(kB Tc ) and εi = 2m
− μ. We note that a
d2
e
numerical solution of Eq. (9) is signiﬁcantly faster than the
procedure based on a numerical study of the BdG equations.
The point is that Eq. (9) yields directly the value of Tc . In
contrast, to calculate Tc from the BdG equations, one ﬁrst
needs to ﬁnd i as function of temperature. Then, Tc can be
extracted from these data as the temperature above for which
there exists only zero solution for i . In addition, such a
BdG-based numerical procedure of determining Tc is rather
capricious in practice because at temperatures close to Tc
convergence becomes rather slow and it is difﬁcult to estimate
an appropriate number of iterations to approach a solution.
This often results in an overestimation of Tc that is larger than
the corrections to the Anderson approximation (i.e., one more
solid argument in favor of the present numerical scheme).

B. Quantum-size variations of the electron-electron coupling

In Sec. II A it is assumed that the phonon-mediated coupling
of electrons g is not position dependent. It is true for bulk and a
good approximation even for metallic nanoﬁlms with thickness
d  10–20 nm (see our results below). However, this is not the
case for ultrathin nanoﬁlms due to signiﬁcantly different (as
compared to bulk) conditions for the lattice vibrations at the
interface between the ﬁlm and the semiconductor substrate. As
we are interested in superconducting quantum-size oscillations
typical for ultrathin metallic ﬁlms, the question arises how our
formalism should be modiﬁed to take account of this feature.
The coupling between electrons will depend on the proximity to the interface [i.e., g = g(z)]. Deep in the ﬁlm,
g(z) approaches the bulk coupling g0 . For Pb we take16,17
g0 Nbulk (0) = 0.39, with Nbulk (0) the bulk density of states at
the Fermi energy. Approaching the interface, g(z) is not equal
to g0 any longer but acquires a different value gif . Therefore,
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to ﬁrst approximation we can replace g(z) by the step function,

where g1 (x) is a periodic function with g1 (0) = g1 (2π ). Below,
in our numerical study of the BdG equations, we replace g in
the formulas of Sec. II A by ḡ given by Eq. (15).
It is worth noting that one should distinguish oscillations
of g from those of the electron-phonon mass enhancement
parameter λ. As λ ≈ gN (0), there are two sources of quantumsize oscillations in λ [i.e., (i) the density of states that exhibits
an increase each time when a new QWS crosses μ, and (ii)
the phonon-mediated coupling g]. The oscillations of λ are a
known point that was investigated previously in experiments
and in theoretical studies (see, e.g., Refs. 11–14). However,
effects of the interplay of oscillations of N (0) with those of g
were not investigated and reported.
Experimentally measured values of the period of the
quantum-size oscillations in Pb nanoﬁlms are found to be
very close to 2 ML. However, the period is not exactly 2 ML
so that the even-odd staggering in the basic superconducting
properties has phase-slip points where the phase of the evenodd oscillations changes by π . When 4a/λF = 1, i.e., the
period is equal to 2 ML, then we deal only with two parameters
g1 (π ) and g1 (2π ) because g1 (4π aN/λF ) is equal to g1 (π )
for an odd number of monolayers and to g1 (2π ) for an even
number of monolayers. On the contrary, when 4a/λF is not an
integer, we need to go into more detail about the dependence of
g1 on N . There is the possibility of overcoming this problem by
using, say, a “minimal scenario” when choosing the chemical
potential such that the period of the quantum-size oscillations
is exactly 2 ML. In this case we are able to limit ourselves to
only two ﬁtting parameters g1 (π ) and g1 (2π ). Therefore, our
theoretical analysis will be restricted to the data between the
phase-slip points where the effects of the mismatch between
0.5λF and 2 ML can be neglected. Within such a minimal
scenario, the parabolic band approximation used in Eq. (5)
dictates that μ = 1.150 eV. It corresponds to λF being four
times the single monolayer thickness a (i.e., λF = 1.14 nm).
Now, we have everything at our disposal to check if the
interplay between thickness-dependent oscillations of N (0)
and g can provide a solid understanding of the signiﬁcant
variations in the amplitude of the quantum-size oscillations of
Tc found in different experiments.

g(z) =

gif
g0

0  z  dif ,
dif < z  d,

(11)

where dif can be interpreted as the interface thickness. When
introducing the spatial dependence of the coupling between
electrons, Eq. (8) is replaced by
ii

=

dz g(z) ϕi2 (z)ϕi2 (z),

(12)

so that we obtain
ii

≈

ḡ
1
(1 + δi  i ), ḡ ≈
d
d

d

dzg(z).

(13)

0

As seen, to take into account the interface effect on the
electron-electron effective coupling, one should replace g in
all the relevant formulas in Sec. II A by its spatially averaged
value ḡ given by Eq. (14). Based on Eqs. (11) and (14), we
can ﬁnd
ḡ = g0 −

dif (g0 − gif )
,
aN

(14)

where a is the lattice constant in the direction of the ﬁlm
growth and N is the number of monolayers in the ﬁlm [d =
aN, and we take a = 0.286 Å for Pb(111); see Ref. 12]. As
seen from Eq. (14), the presence of the interface results in
an extra contribution to ḡ decaying with increasing thickness
as 1/N. This is typical of the surface effects whose relative
contribution can be estimated as roughly proportional to the
ratio of the whole surface area to the system volume. Such
a contribution to the coupling was ﬁrst reported in Ref. 11,
where the electron-phonon mass enhancement parameter λ in
Ag ﬁlms grown on top of Fe(100) was experimentally studied
and found to be dependent on the ﬁlm thickness. As known,
λ = gN(0) for g → 0, with N(0) the density of states, and
λ is often called the (dimensionless) coupling constant. Ab
initio DFT calculations of λ also revealed the presence of the
1/N contribution (see, e.g., Refs. 11 and 14). Note that the
well-known softening of the phonon modes due to surface
effects (see, e.g., Ref. 18) can be incorporated in a similar
manner. Below we assume that all surface effects are included
in gif . The same holds for effects due to a protective cover.
While g0 is the ﬁlm-material constant, gif is not and changes
from one experiment to another. Moreover, gif varies also
with changing nanoﬁlm thickness because of quantum-size
oscillations in the interface properties; see, for instance,
theoretical results and discussion about the surface energy and
the work function in nanoﬁlms.12 Generally, the quantum-size
oscillations are controlled by a multiple-subband structure
appearing in the single-electron spectrum due to the formation
of QWS. Each time when the bottom of a subband (QWS)
crosses μ, a shape (quantum-size) resonance appears1 with a
signiﬁcant effect on the system characteristics. From Eq. (5) it
is clear that the shape resonances are periodic with period half
the Fermi wavelength λF /2. Thus, assuming that gif exhibits
thickness-dependent oscillations with period λF /2, Eq. (14)
can be represented in the form,
ḡ = g0 −

g1 (4π aN/λF )
,
N

(15)

III. RESULTS AND DISCUSSIONS
A. Brief review of experimental results on the Tc oscillations

In Fig. 1 we show all reported sets of recent experimental
data on the thickness dependence of Tc in ultrathin Pb(111)
nanoﬁlms on silicon. The data indicated by circles are from
Ref. 3 and were obtained by ex situ resistivity measurements.
Here Pb nanoﬁlms were deposited on a Si(111) substrate [with
the Si(111) (7 × 7) reconstruction] and covered by a protective
Au layer with thickness 4 ML. This set of data exhibits
clear even-odd quantum-size staggering for thicknesses of 22–
28 ML. For smaller thicknesses there are only data for an odd
number of atomic layers (i.e., N = 15, 17, 19, and 21). A clear
phase slip of π in the even-odd oscillations can be observed
at N = 22 ML. At this point the even-odd staggering in Tc
changes its trend: above the thickness N = 22 ML the critical
temperature increases when passing from an odd number of
monolayers to an even number, however, it decreases from
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guess that the amplitude of such oscillations is not pronounced.
The phase-slip point of the even-odd staggering is visible at
N = 6 (below we make a numerical ﬁt to the data for N  7).
We note that the data of the fourth set are in signiﬁcant variance
with those of the third set in spite of the fact that the type of
measurement and the substrate-ﬁlm interface were similar in
both experiments.
B. Impact of the thickness-dependent coupling
between electrons

FIG. 1. (Color online) Experimental data on the thickness dependence of the critical temperature Tc of Pb nanoﬁlms on Si(111) from
different experiments.

N = 21 ML to N = 22 ML. Below we will limit the analysis
of this data set to N  23.
The results of Ref. 4 are given by stars and obtained from
ex situ magnetic-susceptibility measurements
√
√ for Pb ﬁlms on
Si(111) with the interface Si(111)( 3 × 3). The samples
were protected by a Ge cap. The set includes data for ﬁlms with
an odd number of atomic layers N = 5, 7, 9, 11, 13 and with
even numbers N = 14, 16, and 18. Here it is not possible to
obtain signiﬁcant information about the even-odd oscillations
of Tc : We can only compare the data for N = 13 and N = 14.
As seen from this comparison, the increase of Tc from N =
13 to N = 14 is about two times smaller than the averaged
amplitude of the even-odd oscillations observed in the previous
set of data from Ref. 3.
The third experimental set of thickness-dependent Tc
(rhombuses; Ref. 5) is for Pb nanoﬁlms on the substrate
Si(111)(7 × 7). Here the data were measured by in situ
scanning tunneling spectroscopy. There was no protective
layer covering the Pb ﬁlm in this case. Clear signatures of evenodd quantum-size oscillations are visible down to thickness of
5 ML. However, the amplitude of these oscillations is about
2–3 times smaller than that of the ﬁrst data set.3 It is worth
noting that Tc of the third data set does not show an overall
decrease with decreasing ﬁlm thickness. It is seen that there
are two points where the phase of the even-odd staggering of
Tc slips by π (i.e., at N = 6 and at N = 14). For this set of
data we will focus on the domain 7  N  13.
The fourth (squares) and ﬁfth (triangles) data sets are from
the same group9 and were measured by in situ scanning
tunneling spectroscopy. They correspond to Pb nanoﬁlms on
a Si(111)
with reconstruction Si(111)(7 × 7) and
√ substrate
√
Si(111)( 3 × 3), respectively. The fourth set shows the
even-odd staggering of Tc for N = 14–18. However, here the
slip point is situated at N = 16, which signiﬁcantly reduces
the number of points available for our analysis (below we work
with data for N  15). The ﬁfth experimental set for Tc does
not provide us with a clear pattern of even-odd oscillations.
Only from the data for ﬁlm thicknesses N = 5, 6, and 7 we can

Results of our numerical analysis (open symbols) are given
versus the experimental data (solid symbols) in Fig. 2. In
Fig. 2(a) we compare our data with the Tc values from the ﬁrst
set (Ref. 3). Here we choose the range N = 23–28 (i.e., above
N = 22), the experimental phase-slip point of the even-odd
oscillations in Tc (see the discussion in the previous section).
Our calculations have been performed for g1 (π ) = 1.67g0
(odd numbers) and g1 (2π ) = 2.13g0 (even numbers), which
yields good agreement with experiment. At ﬁrst sight these
values of g1 seem too large to produce a deviation of only
about 10%–20% from bulk. However, g1 /N is the correction
to the electron-electron coupling rather than g1 . In particular,
for N = 20 we obtain g1 /N = 0.084g0 for odd numbers and
g1 /N = 0.11g0 for even numbers. It is worth noting that
g1 is larger for even numbers and so the resulting coupling
g0 − g1 /N is smaller. However, Tc is generally larger for even
numbers as compared to that for odd numbers in Fig. 1(a).
The reason for this counterintuitive behavior is that there is
an essential interplay between the even-odd oscillations in the
density of states N (0) and similar oscillations in the coupling
g. In the case of Fig. 2(a) the drop in g for even N is fully
overcome by an increase in N (0) so that the product gN (0)
[Tc ∼ e1/(−gN(0)) ] slightly increases for even-number ﬁlms and
decreases for odd-number ﬁlms.
Figure 2(b) shows our theoretical results versus the experimental data of the second set from Ref. 4. Here we used
the ﬁtting parameters g1 (π ) = 0.64g0 (for odd numbers) and
g1 (2π ) = 1.46g0 (for even numbers). As seen, g1 for odd
numbers is three times smaller than for even numbers but
Tc does not exhibit any pronounced even-odd staggering.
The explanation is again the interplay of the quantum-size
variations of N (0) with thickness-dependent oscillations in
g: The effect of the difference between g1 (π ) and g1 (2π ) is
almost compensated due to signiﬁcant drops of N (0) for even
numbers of atomic layers. It is worth noting the surprisingly
good agreement over the full range of experimental data.
Now we switch to the analysis of the third set of experimental data for Tc from Ref. 5. These data are compared
with our theoretical results in Fig. 2(c) for N = 7 ML to
N = 13 ML (i.e., between the two phase-slip points N = 6
and N = 14). For this data set Tc does not exhibit an overall
decrease with decreasing N but oscillates around a value that
is about 15% lower than the bulk critical temperature of 7.2 K.
Even for N = 50 ML the critical temperature was found to be
about 15% smaller than in bulk. The bulk value of Tc and the
superconducting energy gap were achieved only for relatively
thick ﬁlms with N = 500 ML. To incorporate this feature, we
introduce a slightly smaller effective electron-phonon coupling
constant geff which replaces the bulk coupling constant
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FIG. 2. (Color online) Theoretical results for the even-odd oscillations of Tc (open symbols) versus the experimental data (solid symbols):
(a) Theoretical data were calculated for g1 (π ) = 1.67g0 (odd numbers) and g1 (2π ) = 2.13g0 , and the experimental set is from Ref. 9; (b)
theoretical data were calculated for g1 (π ) = 0.64g0 (odd) and g1 (2π ) = 1.46g0 (even), and experimental results are from Ref. 4; (c) the same
as in the previous panels but for g1 (π ) = −0.12geff and g1 (2π ) = 0.84geff [where geff Nbulk (0) = 0.36], and the experimental set is from Ref. 5;
(d) the same as in previous panels but for g1 (π ) = 1.08g0 and g1 (2π ) = 1.54g0 , and the experimental set is from Ref. 9 [for the interface
Si(111)(7 × 7) − Pb]; (e) √
the theoretical
data were calculated for g1 (π ) = 1.05g0 and g1 (2π ) = 1.59g0 , and the experimental set is from Ref. 9
√
[for the interface Si(111)( 3 × 3) − Pb].

g0 . By choosing geff Nbulk (0) = 0.36, g1 (π ) = −0.12geff and
g1 (2π ) = 0.84geff , we compare our results (the open symbols)
with the experimental critical temperature data (the solid
symbols). As follows from Fig. 2(c), we again obtain very
good agreement with the experimental data. As g1 (π ) < 0,
the total electron-phonon coupling constant geff − g1 /N for
the odd-layered nanoﬁlms is slightly above the effective-bulk
value 0.36 and increases when decreasing N. This is totally
different from our analysis of the previous data sets, and the
direct consequence of this feature is that Tc does not show
an overall decrease with decreasing nanoﬁlm thickness. As
seen, in this case the thickness-dependent oscillations of the
electron-electron coupling “kills” such a decrease typical of
the remaining experimental data sets. Note that the appearance
of the positive interface-induced contribution to g for the oddlayered ﬁlms, is not a surprise. For example, a similar effect
was found for Ag ﬁlms deposited on top of Fe(100) whisker.
Figures 2(d) and 2(e) show the comparison of our numerical
data with data (the fourth and ﬁfth sets, respectively) for
Tc from Ref. 9. For Pb nanoﬁlms grown epitaxially on
Si(111)(7 × 7) [Fig. 2(d)] we performed calculations with the
and g1 (2π ) = 1.54g0 . For
ﬁtting parameters g1 (π ) = 1.08g
√ 0√
ﬁlms with interface Si(111)( 3 × 3) − Pb we used g1 (π ) =
1.05g0 and g1 (2π ) = 1.59g0 . For the fourth set we focus on
the range below the phase-slip point N = 16 (N  15). For
the ﬁfth set we work above the phase-slip thickness N = 6
(N  7). Here Tc increases for the even-layered nanoﬁlms
and decreases for the odd-layered ones for both data sets.

However, similar to what was previously found for the ﬁrst
data set, the coupling g0 − g1 /N exhibits just the opposite
size oscillations. As Tc follows the trend ∼e1/(−gN(0)) , one sees
that the thickness-dependent oscillations of N (0) are π shifted
with respect to the oscillations of g, but the increase of N (0) has
a more signiﬁcant effect than the corresponding decreases of g
for an even number of monolayers. It is interesting to note that
the fourth and ﬁfth experimental data sets are characterized by
almost the same coupling between electrons (the difference in
g is less than 1%). So, for the experiments reported in Ref. 9, g
is not sensitive to √
the change
√ of Si(111) surface crystal ordering
from (7 × 7) to ( 3 × 3). Here the question arises why the
results of Ref. 9 are so different with respect to those of Ref. 5.
One possible reason may be the difference in the quality of
the silicon substrate which may have a signiﬁcant impact on
the interface phonons, as seen from the completely different
values of g1 found from our analysis in Figs. 2(c) and 2(d).
Note that the ﬁrst and second data sets in the present study
were considered in our previous work.2 However, in that
paper we performed time-consuming calculations invoking
the full BdG formalism. As already explained above [see
the discussion after Eq. (9)], the full-BdG-based numerical
procedure of determining the critical temperature often results
in an overestimation of Tc that is larger than the errors of about
a few percent induced by the Anderson approximation. This is
the reason why in the present paper we have chosen to use the
Anderson-approximation-based analysis of the available data,
including the two data sets considered previously in Ref. 2.
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We also note that we did not discuss error bars for the
experimental data in the present paper because they do not
inﬂuence our results qualitatively: The ﬁtting parameters may
be slightly different but the main conclusion about the crucial
importance of the interplay of quantum-size oscillations of g
and N (0) will remain unaltered.
IV. CONCLUSIONS

We have analyzed ﬁve experimental data sets for the critical
temperature of ultrathin Pb nanoﬁlms deposited on top of
Si(111). We have demonstrated that all these data sets can
be reproduced within the BdG formalism. We addressed the
important problem that the experimentally found amplitudes
of the quantum-size oscillations of Tc vary signiﬁcantly from
one experiment to another. We showed that the reason for this
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